
Mirka OSP System – Optimized Surface Preparation
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OSP – Optimized Surface Preparation Process
Paint removal / Feather edge Polyester filler Primer preparation Finishing

Use: 

•  Disc or strip No 1 for paint removal.
•  Disc or strip No 2 for feather edge.

Use: 

•  Strip No 1 to level polyester filler.
•   Strip No 2 for final levelling and  

as first step on fine polyester filler.

Use: 

•  Disc or strip No 3 to prepare the 
repaired area for primer by reducing 
scratches and expanding the feather 
edge.

Use: 

•  Disc or strip No 3 to level structure  
on primer.

•  Finalise the sanding with disc No 4.
•  5 mm interface pad for an even finish.
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Paint removal/Feather edge Polyester filler Primer preparation Finishing

• Disc or strip No 1 for paint removal.
• Disc or strip No 2 for feather edge.

• Strip No 1 to level polyester filler. 
• Strip No 2 for final levelling and as first 
  step on fine polyester filler.

• Disc or strip No 3 to prepare the repaired. 
area for primer by reducing scratches and 
expanding the feather edge.

• Disc or strip No 3 to level structure 
  on primer. 
• Finalise the sanding with disc No 4.
• 5mm interface pad for an even finish.
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